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Protection of galvanized steel surfaces for poles

The protection of galvanized steel elements is achieved by following 
steps:

• Micro sandblasting;
• First epoxy layer application followed by:
Wilting > Drying > Cooling;
• Acrylic glaze layer application followed by:
Wilting > Drying > Cooling;
• Packing at least after 24-hour-drying at room temperature.

Protection of galvanized steel surfaces for brackets and pastorals

The protection of the galvanized steel elements is achieved thanks to:


